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WELDING PERFORMANCE RECORD |~

LD.No:  2RW23013625 Test Date:  28-Sep-24

Company Name: Adka General Contracting Company LLC.(ADK)
Welder Name: MD YCSAK MONDOL
‘ ' == 7 Iqama/Passport: 2586996429
Testing Result: VT & RBT-ACCEPTED
¢ Card Validity: 25-Mar-25 A
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This is to certify that the above mentioned delegate has been tested in accordance
with the requirement of the Welding Code(s): ASME Sec IX/AWS D1.1

L.D. No: 2RW230136-25

TEST RECORD
Welding Process(es): ADK SMAW
Type: MANUAL
WPS No.: TPEB-WPS-001 REV06 Gr: No.ll To Gr. No 11
VARIABLES ACTUAL RANGE
Diameter (Pipe or Tube) N/A N/A
Plate / Pipe Thickness (T) 10mm 20mm Max.
Base Metal, P- or S- Number: P.No. 1 to P.No.! WPR P.1 to P.15, P.34 & P.41 to P.49
(Group -1)
Test Position: 3G & 4G F, V(Groove/Fillet) & H(Fillet)
Electrode: E7018 E7018
Joint Type: V Groove
Inert Gas Backing: N/A N/A
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